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Phase Separations in Mixtures of a Polymer and a Liquid Crystal

Abstract: We introduce our recent theoretical results on phase separations in mixtures of a polymer and a liquid crystal. We
here focus on flexible polymer and liquid crystal mixtures and rigid-rod like polymer and liquid crystal mixtures. Phase
diagrams of the temperature-concentration plane for these systems are discussed.
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